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Test Results

TEST ITEM UNIT SAMPLE RESULT TEST METHOD

Specific Gravity((23/23) “C)( N _ -
Method A) 1.19 | ASTM D792—-20
Deflection Temperature Under
Flexural Load(Method B, 1.82 MPa © = 95| ASTM D648-18
Melt Flow Rates(230 C, 3.8 Kg, - _ _
Method A) g/10min 2.38  ASTM D1238-23
Tensile Strength(*™) MPa - 62.0 ASTM D638-22
Elongation at Break(**) % - 3 ASTM D638-22
Flexural Strength(**) MPa = 98.5 ASTM D790-17
Flexural Modulus of Elasticity(***) GPa - 3.22 ASTM D790-17
[ZOD Pendulum Impact _ _

ockwell Hardness _ _ i
Procedure A) 122  ASTM D785-08(2015)
Vicat Softening Temperature( - £ 116 ASTM D1525-17¢

Loading 1, Rate B)(**™**)

** Test Specimen : Type |, Test Speed : 5 mm/min
“* Support span : 40 mm, Test Speed : 1.07 mm/min
Rate of temperature rising : 120 ‘C/h, Load of testing : 10 N
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TEST ITEM UNIT SAMPLE RESULT TEST METHOD

Note : 1. The test results of this test report are only limited in to the samples and sample names provided by the client and do not
guarantee the quality of all products of the client. You Can check website (www.ktr.or.kr) or QR code to verify
the authenticity of the certificate.
2. This test report shall be used only within the purpose of its defined usage and shall not be used for public relation,
advertisement and lawsuit.
3. This test report is only valid when printed on KTR original report paper with hologram and when re—issued by KTR.
The copy and the electronic file of the test report are only for reference.
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